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TECHNICAL DATA SHEET — AEATIO TEXNIKQN XAPAKTHPIZTIKQN

MELAMINE FACED BOARD FOR INTERIOR USES
(2avideg ue emévduaon ueAauivng yia xpnon o€ E0CWTEPIKOUS XWPOUC)

REQUIREMENT

CHARACTERISTIC TEST METHOD UNIT EN 14322 VALUE
Resistance to cracking EN 14323 Rating >3 >4
(AvrioTaon oro payioua)
ReS|s:cance to scrfatchlng EN 14323 N >15 >15
(Avrioraon ot xapaéiy)
Resistance to staining , EN 14323 Rating >3 >4
(AvTioTaon oTo Ackiaoua L Xnuikd)
Resistance to surface wear Class
(Avrioraon ornv exkdopd) EN 14323 1,2,3A,3B,4 3A
Resistance to cigarette burn [ *] EN 14323 Ratin >3
(AvrioTaon oTo Kawiuo aro To1yapo) EN 438-2 g
Resistance to steam [ *] EN 14323 i
p , Rating 23
(Avrioraon orov aruo) EN 438-2
*
Surfa’ce soundness [ *] ) ’ EN 311 Nt / mm2 i >1,2
(AvTioTaon oTov EnNPaveIako EPEAKUOLIO)
Formaldehyde release ISO 12460-5 Class i E1

(Exriouniri popualdeiionc)

[ *] Supplementary properties and test methods

[ * ] EmnAgov 1010TnTec kai eBodoi EAEy OU

General Reference:

As a consequence of the constant improvement of our products, andyor possible changes of the relevant standards
and legal requirements, no legal claim can be derived from the data in the product data sheet!

NOy@w TG OUVEXOUG BEATIWONG TWV MPOIOVTWVY LAg Kai/i} méavav TPononoioEwv TwV OXETIKWV MPOTUNWY Kal TwV
VOUIKGWV anaitrioewy, kauia vouikry aéiwon Oev Lunopel va npokuwel ano 1a OEO0UEVA oTo PuAlo dedouevwv npoiovrog!
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